	MSFC Problem Reporting and Corrective Action (PRACA) System

	WHOLE RECORD REPORT( + ADDENDUM)




	MSFC Record #
A08843 
	In-Flight Anomaly Number
-- 
	Contractor Report Number
T-048 
	JSC#
-- 
	KSC#
-- 

	Problem Title
CABLE TRAY DAMS HAVE CRACKS AND SURFACE CRAZING 

	EICN#
-- 
	ELEMENT
ET 
	Contractor
MMMSS 
	FSCM#
-- 
	FCRIT
3 

	HCRIT
-- 
	Sys_Lvl
N 
	Misc Codes
A (1) B C D E F G H I J K L M N O 

	HARDWARE
EIM 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
LWT-17 
	MANUFACTURER
N/A 

	HARDWARE
LRU 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
NCA 
	NOMENCLATURE
CABLE TRAY DAM 
	PART#
80911001213 
	SER/LOT#
N/A 
	MANUFACTURER
KIRKHILL RBR 

	Test/Operation
M - MFG 
	Prevailing Condtion
N - INSPECTION 
	F / U
UC 
	Fail Mode
MSI - INSULATION 
	Cause
U - UNKNOWN 

	System
TPS 
	Defect
DC - BROKEN 
	Material
F - INSUL 
	Work Contact
J. GUZMAN 
	Fail Date
09/17/1984 

	Received at MSFC
11/29/1984 
	Date Isolated
-- 
	FMEA Reference
2.0 
	IFA: Mission Phase
-- 
	Mission Elapsed Time
-- 

	Location
MAF 
	Symptom
UC - UNSAT 
	Time Cycle
-- 

	Effectivity Text
NONE 

	Vehicle Effectivity Codes

	Vehicle 1
-- 
	Vehicle 2
-- 
	Vehicle 3
-- 
	Vehicle 4
-- 
	Vehicle 5
-- 

	Mission Effectivity Codes

	Mssn 1
-- 
	Mssn 2
-- 
	Mssn 3
-- 
	Mssn 4
-- 
	Mssn 5
-- 

	Estimated Completion Dates

	MSFC Approved Defer Until Date
-- 
	Contractor Req Defer Until Date
-- 
	LVL 3 Close
-- 
	Remark / Action
-- 

	Investigation / Resolution Summary


	Last MSFC Update
01/15/1992 
	CN RSLV SBMT
04/02/1985 
	Defer Date
-- 
	Add Date
-- 
	R/C Codes
2 - MFG -- -- 

	Assignee

	Design
W. COBB 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
M. PESSIN 
	Project MGR
-- 

	Approval

	Design
B. DAVIS 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
M. PESSIN 
	Project MGR
-- 

	PAC Assignee
L. CUNNINGHM 
	PAC Review Complete
LC 
	MSFC Closure Date
04/26/1985 
	Status
C - CLOSED 
	F/A Completion
-- 

	Problem Type
-- 
	SEV
-- 
	Program Name
-- 
	REVL
-- 
	OPRINC
-- 

	FUNC MOD
-- 
	Software Effectivity
-- -- -- -- -- 
	Software Fail CD
-- 
	SUBTYPE
-- 
	Software Closure CD
-- 

	RES PERSON L2
-- 
	Approval Signature L3
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Contractor Status Summary


	Reliability/Quality Assurance Concerns, Recommendations:


	Problem Description
REF: CABLE TRAY DAMS, WHICH ARE MADE OF SILICONE FOAM RUBBER, HAVE BEEN

FOUND TO HAVE CRACKS & SURFACE CRAZING

	Contractor Investigation/Resolution
CAUSE - UNKNOWN. SOME SURFACE IRREGULARITIES APPEAR TO BE INHERENT IN

THE MFR'G PROCESS. 3/14/85 ET CLEARANCES - ALL VEHICLES: SINCE THESE

PARTS, ONCE INSTALLED, ARE UNDER COMPRESSION, CRACKS DO NOT

DETRIMENTALLY EFFECT THEIR FUNCTION. THEREFORE, NO DC&R INSPECTION OF

BUILT VEHICLES IS ANTICIPATED. MAF STORES HAVE BEEN PURGED OF PARTS

JUDGED UNACCEPTABLE BY ENGR'G (REF DC&R T-84-032). 4/2/85 - CRACKS IN

CABLE TRAY DAMS WERE FIRST NOTED DURING SHAKEDOWN OF LWT-17. STOCK

CHECKS & DC&R T-84-032 INSPECTION DETERMINED THAT THE MAJORITY OF

SILICONE RUBBER PARTS MFR'G BY KIRKHILL RUBBER SHOWED AT LEAST MINOR

SURFACE CRACKS. RESOLUTION - MTRL CODE SHEET C432 WAS REVISED TO

INCLUDE THE FOLLOWING SPECIFC REQMNT FOR ALLOWABLE DEFECT DEPTH &

LENGTH. 1) MUST MEET REQMNTS OF MIL-STD-670, TE12, A2, F2, M 2) SPECIAL

INSPECTION REQMNTS (FOR INTERNAL USE ONLY) - INSPECT ALL RUBBER PARTS

REC'D FROM THE VENDOR TO THE FOLLOWING STD (TAKEN IN PART FROM MARS

T76557): 1. DEPTH OF CRACK/CRACKS CANNOT EXCEED 0.125". 2. LENGTH OF

THE CRACK/CRACKS CANNOT EXTEND CONTINUOUSLY MORE THAN 1/4 OF THE

DISTANCE ACROSS THE PART EITHER IN LENGTH OR IN WIDTH. 3. THE ABOVE

CRITERIA ALSO APPLIES TO TABS OR APPENDAGES PROTRUDING FROM THE PRIMARY

STRUCTURAL BODY OF THE PART. 4. ANY PART/PARTS NOT MTG THE ABOVE

REQMNTS SHALL BE RETURNED TO THE VENDOR FOR REPAIR OR REPLACEMENT. IN

ADDITION, PROCUREMENT QUALITY REPRESENTATIVES HAVE BEEN MADE AWARE OF

THE SPECIFIC REQMNTS NOW IN EFFECT. ALSO, PACKING HAS BEEN DETERMINED

ADEQUATE TO PREVENT DAMAGE DURING NORMAL HANDLING, SHIPMENT & STORAGE

VERIFIED RECEIPT OF CERTIFICATION FROM VENDOR IF/AS REQ'D BY PURCHASE

ORDER. VERIFIED MTRLIDENTIFICATION LABELS ARE INTACT, READABLE & TO THE

POINT OF ASSURING THAT THE MTRL REC'D IS MTRL ORDERED. ONCE INSTALLED,

THESE PARTS ARE RESTRAINED & ARE NOT SUBJECT TO TENSILE OR TORSIONAL

STRESS. THEREFORE, THERE IS LITTLE CHANGE OF SURFACE DEFECTS

PROPAGATING THRU THE MTRL. NO FURTHER INSPEC- TION OF BUILT VEHICLES IS

REQ'D. RECOMMEND THIS PROBLEM BE CLOSED

	MSFC Response/Concurrence





	MSFC Problem Reporting and Corrective Action (PRACA) System

	ASSESSMENT ADDENDUM REPORT




	MSFC Report#
A08843 
	IFA#
-- 
	Contractor RPT#
T-048 
	JSC#
-- 
	KSC#
-- 
	EICN#
-- 

	Asmnt Part#
80971048490 
	Asmnt Part Name
CABLE TRAY CLOSURE 
	Asmnt Serial/Lot#
LWT-17 

	HCRIT CD
-- 
	FCRIT CD
1 
	CAUSE CD
UU - UNK-UND 
	FAIL MODE
MI - INSULATION 

	Asmnt FMEA
5.8.9.1 
	Asmnt FM
1 
	FMEA CSE
A 
	FMEA SCSE
N/A 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Correlated Part#
-- 
	Correlated Part#
-- 
	Correlated Part#
-- 

	Associated LRU#
-- 
	Associated LRU#
-- 
	Associated LRU#
-- 

	MAJOR DESIGN CHANGES

	APRV DATE
-- 
	DESCRIPTION OF CHANGES
-- 

	ASSESSMENT TEXT





